
 

10 20 30 40 50

 5 K
 500 K

 250 K
 500 K

In
te

n
si

ty
 (

ar
b

it
ra

ry
 u

n
it

s)

2 (degree)

Mn2FeSn

(1
00

)

(1
10

)

(1
0

1)

(0
02

)

(2
0

1)

¨ impurity phase

¨ ¨

¨ ¨

(2
00

)

(1
00

)

(a)


